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Client Name:  ChangZhou Faith New Materials Technology CO., LTD 

Client Address:  No.2, Liancun Road, Henglin Town, Economic Development Disctrict，Changzhou City, 

Jiangsu Province, China 
 
Sample Name:   SPC Flooring 

Manufacturer:  ChangZhou Faith New Materials Technology CO., LTD 

Material and Mark:  SPC flooring 

Product Specification:  5mm/0.3mm 

The above sample(s) and information were provided by the client. 
----------------------------------------------------------------------------------------------------------------------------- ---------------- 
 
 
 

SGS Job No.:  SHCCM2305000519 

Sample Receiving Date:  May 29, 2023 

Testing Period:  May 29, 2023 ~ Jun 06, 2023 

Test Requested:  Select test(s) as requested by the client. 

Test Method(s):  Please refer to next page(s). 

Test Result(s):  Please refer to next page(s). 
 

Test Requirement Conclusion 

Phthalates See Results 
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Test Result(s):  
 

Test Part Description： 

SN ID Sample No. SGS Sample ID Description 

SN1 A1 SHA23-0070585-0001.C001 Black/beige solid parts 
 

Remarks: 
(1) 1 mg/kg = 1 ppm = 0.0001% 
(2) MDL = Method Detection Limit 
(3) ND = Not Detected (< MDL) 
(4) “-“ = Not Regulated 

 
Phthalates 
 
Test Method: With reference to CPSC-CH-C1001-09.4, analysis was performed by GC-MS. 
 

 

Test Item(s) CAS No. Unit(s) MDL A1 

Di-butyl Phthalate (DBP) 84-74-2 % 0.005 ND 

Di-2-Ethyl Hexyl Phthalate (DEHP) 117-81-7 % 0.005 ND 

Benzyl Butyl Phthalate (BBP) 85-68-7 % 0.005 ND 

Diisononyl Phthalate (DINP) 
28553-12-0 
/68515-48-0 

% 0.005 ND 

Diisodecyl Phthalate (DIDP) 
26761-40-0 
/68515-49-1 

% 0.005 ND 

Di-n-hexyl Phthalate (DHP, DnHP) 84-75-3 % 0.005 ND 
 

 
 
 

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple 
Acceptance Rule (w=0) stated in ILAC-G8:09/2019. 
  



 

 

Test Report No.: SHAIN23007058501 Date: Jun 06, 2023 Page 3 of 3 
 

 

 

Sample Photo: 

 

SHA23-0070585-0001.C001 

 

SGS authenticate the photo on original report only 
*** End of Report *** 




